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ABSTRACT
Thin polymer films can be prepared by polymerization of a monomer in the gas
phase. The polymerization may be initiated by light, pyrolysis, electron bom
bardment, or by glow discharge. The formation of polymers occurs mainly in the
adsorbed monomer layer on a suitable support. The glow discharge technique is
most effective.

It was originally considered that such films are rather amorphous irrespective
of the support material, but later investigations on organosilicon compounds
have shown that during polymerization, or immediately after, some supermole-
cular structures are formed.

Supermolecular structure formation was observed in the preparation of
organic polymers by the glow discharge technique. Poly(benzene) films are at
first amorphous but later exhibit birefringent areas and supermolecular struc-
tures. Similar phenomena were observed in other polymers. The origin of these
supermolecular structure formations is not exactly known at this time. It is
supposed that the local stresses due to further polymerization processes (related
to trapped tree radicals) and crosslinking enhance the structural changes.

With more polar monomers some orientation may occur during polymeriza-
tion. The crystallinity of these layers is low.

The structure of thin polymer layers depends on the temperature and the kinds
of support. Some characteristic features of epitaxial growth were observed for
layers obtained on sodium chloride crystal surfaces. When metals are used as
supports the capacity for supermolecular structure formation depends on the
purity of the surface.

Typical spherulitic structures are not formed but hedrite-like structures may
be observed.

The supermolecular structures in thin polymer layers obtained by glow
discharge are compared with those found as the result of the polymerization of
other monomers in solutions or melts by classical techniques. as well as with
those formed in thin layers of molten polymers prepared in independent poly-
reaction processes.

INTRODUCTION
Various properties of a large number of thin polymer layers have been

studied over the last ten years. Polymers obtained directly in the form of thin
films display different properties from those prepared by classical methods of
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polymer synthesis. In particular they display different mechanical and thermal
as well as electrical properties.

This is doubtless the reason for the considerable activity in recent years in
studying methods of preparation and properties of thin polymer films which has
been stimulated not only by the needs of the electronics industry but also by
their use as coatings.

It has recently been found that some structuring of thin polymer films occurs
during their formation or immediately afterwards. It is thus important to
consider the mechanism of structure generation and its influence on physical
properties.

For the purpose of this discussion we define a thin polymer film as one which
has a uniform thickness of less than 3000 nm (3 ii) and is of uniform chemical
composition. Such films cannot usually be obtained easily by conventional
methods, e.g. by evaporation of solvents from suitable polymer solutions or
from polymer melts. However this last method may occasionally give thin,
uniform films.

Thin polymer films can be prepared by polymerization of a monomer in the
gas phase. Details of methods for obtaining thin polymer layers have been
discussed recently in several papers' '. The methods are given here in outline
only.

Thin polymer films can be prepared from monomer vapours by polymeriza-
tion initiated by light (photopolymerization). pyrolysis. electron bombardment
or by glow discharge.

Thin films can also be prepared by vacuum sublimation. This method has
been succesful for preparation of thin films of both inorganic and organic low
molecular weight materials. The thermal evaporation of solid polymers and
cathodic sputtering are not of great use in the formation of thin polymer films.
These methods have been discussed in some reviews57. Thin films of polyethy-
lene from 900 to 2500 A have been prepared by White8 and other authors
(e.g. ref. 9) from low molecular weight polymers. Some attempts have been
made to obtain thin films of nylon and Teflon by this technique but most organic
polymers decompose at the temperatures required for evaporation.

In the case of some monomers, e.g. ethylene, one can prepare continuous
pinhole-free thin films by reaction between the monomer and an active
surface'°. This method is restricted to the production of thin films on surfaces
which are able to react chemically with the monomer and initiate the polymer-
ization reaction.

Interesting thin polymer films can be obtained by allowing a stream of heated
di-p-xylylene (at 580°—620°C) to strike a surface at room temperature. The
biradicals combine at the surface to form a solid film of good physical and
electrical properties. Thin films of other poly-p-xylylene derivatives can be
obtained" ' in a similar way.

The preparation of films by vapour phase pyrolysis has been little used since
it tends to be accompanied by some carbonization, giving films of poor quality.

Thin polymer films are generally prepared by the interaction of monomeric
or low molecular weight polymeric species in the gaseous form on the solid
surface at which they are adsorbed in the presence of radiation energy, e.g.
light of suitable wave length, ionizing radiation. electron bombardment or glow
discharge.
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Photolytic reactions leading to the polymerization of many monomers are
well known in polymer chemistry. It has been found that the optically excited
molecule may be chemisorbed on the support leading to a shift of the frequency
of light for activation of polymerization14' .

Thin polymer films have been obtained by the photolysis of many mon-
omers. Polymers prepared in this way show properties which are related to the
bulk polymer and the parent monomer.

Without going into the details of the mechanism of photopolymerization in
the gas phase and in the adsorption layer, which have been investigated by many
authors, it should be emphasized that a very important step in these reactions is
the physical or chemical adsorption of the molecules on the support where the
free radicals produced during illumination (photolysis) react with other
molecules'6

Glow discharge in various organic vapours has also been used to prepare thin
polymer films by d.c. as well as by a.c. techniques.

In recent studies using glow discharge polymerization it has been h724

that polymer films may be formed on electrodes or on suitable surfaces
connected to these electrodes when a discharge is maintained in an organic
vapour. It was also found that practically all organic materials can be used for
the preparation of thin polymer films.

The d.c. technique has some disadvantages: relatively high pressures of gases
are required and there is also considerable heating of the substrate. One
observes that the films are not well defined geometrically and that the reprodu-
cibility of film structure and composition are not very good because of some
contamination due to sputtering of parts of the system, and because of the
variety of recombining species. Using the a.c. technique these problems are
minimized. Other improvements have been proposed including electron injec-
tion into the gas phase and sustaining a glow discharge near the electrode26,
magnetic shaping of the discharge, and using a continuous process. Several
different types of apparatus for the preparation of thin films by glow discharge
have been described.

Detailed accounts of thin polymer film formation on the electrode surface in
contact with an a.c. glow discharge in different monomer vapours have been
given by many authors taking into consideration gas pressure, glow discharge
current density, support temperature, etc. The detailed mechanism by which
solid films are formed from a gaseous discharge is not known but many valuable
suggestions have been made.

Recently investigations have been carried out concerning the structure of
films prepared in this way. These films are quite different from conventional
polymers prepared from the same monomers. They are crosslinked and have
some degree of unsaturation. It was observed that increasing power dissipation
in the discharge leads to discoloration of the films.

Electron beam induced polymerization of adsorbed monomer molecules on
surfaces was first used for the preparation of polysiloxanes from different
silicone oils27 and then used for the preparation of other organic films from
different materials28' 29 It was assumed that an electron interacts with an
adsorbed molecule to create a reactive site which then allows the molecule to
react with an adjacent molecule. Thus the kinetics of polymer film formation
depend on the rate of arrival of oil molecules and their rate of adsorption, which
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depend on the vapour pressure. The nature of the interaction with the support is
also important. The detailed discussion of the mechanism of thin film formation
by this technique which has been discussed by several authors is beyond the
scope of this paper.

The properties of thin films obtained in this manner are usually similar to
those prepared by the glow discharge technique using the same monomer. In
some cases, however, distinct differences of structure and properties have been
found.

The glow discharge technique is particularly valuable because of the possibi-
lity of varying the nature of the film by changing the conditions of preparation
(vapour pressure, glow discharge current density, support temperature, etc.).

The kinetics and mechanism of polymer deposition in a glow discharge have
been investigated by several authors10' 11, and it is the subject of many
recent interesting papers336. These studies lead to the conclusion that the
general mechanisms involved in electron beam and glow discharge polymeriza-
tion are quite similar and that the most important processes occur on the surface
of the support where there is a layer of adsorbed monomer. The major
differences between glow discharge and electron beam polymerization lie in the
use of relatively high vapour pressures for the glow discharge and very low
pressures in the electron beam technique.

A number of different species may be produced in the glow discharge
technique and they may incorporate in the growing film. Free radicals seem to be
most important in these polymerization processes. They are detected in the
films by reacting with DPPH. and by epr. Ionic species or radical-ions are
however not excluded by many authors. Recently more attention has been given
to the gas phase reactions, which cannot be completely excluded as has been
done by some authors.

From the above remarks it is to be expected that the nature of the polymer
films will vary from support to support, just as films obtained by solvent
evaporation differ from those obtained by cooling polymer melts.

It was considered originally that such polymer layers are without structure
irrespective of the preparation conditions. However the latest investigations
using organosilicon compounds have shown that during the polymerization
process or immediately after it some structures arise. Similar effects have
also been observed in films prepared by electron bombardment.

These phenomena of structure formation should be compared with those
which have been found in thin polymer films previously prepared from other
polymers or with those which are observed during some other polymerization
processes.

GENERAL CHARACTERISTICS OF THIN POLYMER FILMS
The following remarks do not contain a deep discussion of all properties of

thin polymer films. The aim of these few sentences is to give a general account of
some of the characteristic features of these materials. We wish to limit our
considerations to typical organic polymers excluding the orgariosilanes and
other Si-containing films prepared by glow discharge, since these materials have
been discussed extensively elsewhere.
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As mentioned previously, thin polymer layers prepared by u.v. initiated
polymerization resemble conventional polymers more closely because the u.v.
light usually used is not of sufficient energy to cause ionization of monomer
molecules. The energies employed in glow discharges and in electron bombard-
ment give rise to some decomposition processes in the formed films. Thus many
physical properties of films prepared by glow discharge depend on the experi-
mental conditions under which they were prepared. At rather high monomer
vapour pressure and low current density the films are transparent but soft'9' 20

which suggests incomplete polymerization. At low vapour pressure and high
current density films are often discoloured, yellow or brown, and adhere well to
the supports. When the current density is high and when the time of deposition
is long the films are frequently degraded and loosely adherent. It has been
assumed that this is due to hydrogen evolution. In addition it is possible that the
high temperature of the substrate may lead to thermal degradation. Usually the
films obtained at high current densities are highly crosslinked and insoluble in
the solvents which are used for dissolving the conventional films produced from
the same monomer. The soft films are usually more soluble.

Many investigators have shown that these films are substantially pinhole-free
down to rather low thicknesses37. White'4 suggests that the reason is that the gas
molecules adhere more strongly to the metal surface (support) than to the
polymer surface already formed, which is in contrast to the situation found in
thin film formation by evaporation techniques where film deposition proceeds
through the formation of nuclei which grow with time leading to coalescence
and films of variable thickness, where pinholes are very probable.

The chemical composition of thin films prepared by glow discharge tech-
nique is difficult to establish because of the small amount of material usually
formed33. The i.r. absorption spectra of thin polymer films prepared by this
technique have been studied by Jesch and co-workers38. Using many hydrocar-
bons they have shown that irrespective of whether the vapour was an aromatic
or olefinic compound the films contain olefinic conjugated, unconjugated and
fully saturated products as well as aromatic structures341. In air these films
show a reactivity towards oxygen and moisture resulting in decreased solubi-
lity. An oxygen atmosphere also causes an increase in hardness and a gain in
weight. These reactions are due to the formation of peroxides from the trapped
radicals which cause further polymerization. The concentration of trapped free
radicals depends upon the reaction conditions, e.g. time and power of discharge
usually increase the radical concentration.

It was previously supposed that the structure of films prepared by glow
discharge is more complex than those prepared by u.v. irradiation, but i.r.
studies have shown that this is not always the case.

Interest in thin polymer films has been mainly due to their electrical
properties: low conductivity, rather low dielectric permittivity and loss.
In some cases however thin polymer films display semiconducting properties.
The following remarks give the general characteristics of thin polymer
films.

Usually they show small dissipation factors and high breakdown voltages.
The value of dielectric constant (s') sought depends on the type of practical
application intended, but normally low values are required. Many studies of
dielectric properties were carried out by White'4 on polybutadiene films, by
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Stuart42 on polystyrene films and by Hill on polydimethylsiloxane43. White
showed that the polybutadiene films prepared by surface photolysis of adsorbed
butadiene and by electron bombardment at room temperature are qualitatively
similar. Polystyrene films obtained by a glow discharge technique give 'values
which are largely independent of frequency and temperature, and similar to that
of conventional polystyrene. The rather high values of tan 5 are probably due to
the presence of oxygen or of trapped free radicals which can subsequently react
with oxygen.

The dielectric properties of polymethylsiloxane films obtained by electron
bombardment and hot glow discharge techniques depend on the type of starting
monomer and energy of polymerization. They exhibit some aging reactions
when exposed to the oxygen and moisture in the atmosphere. The films prepared
from epoxy resins by electron bombardment are stable at room temperature29
and show good dielectric properties.

The electrical conductivity of polymer films prepared by the discharge
technique has been investigated by only a few authors. Bradley and
Hammes30' n", have published the results of conductivity measurements on
polymer films obtained from many organic substances. The absolute magni-
tudes of the dark conductivity at rather high temperatures (150°C) ranged from
10.17 to l0 �-' cm'. Most of the values of the thermal activation energy
were close to 1.36 eV. These authors suggested, that the conductivity of glow
discharge polymers is determined by some gross features of the film structure
which seem to be common to many polymers obtained in this manner. Probably
the degradation and crosslinking of the materials which may occur during the
discharge process or the contamination of the growing films with species
produced in the discharge reaction may be responsible for the similarity of
conductivity. When the films of polymer were prepared by photopolymeriza-
tion the conductivities varied from 10' 'to 10 2' depending on the monomer
used.

Electrical properties of thin films obtained from dimethylsiloxane43 do not
depend upon the starting monomer and are similar to those of other organosi-
licon films. Thin films prepared from silicone oil of thickness between 50 A and
250 A have been investigated by Christy45a and Mann451'. They found non-
ohmic conductivity for all these films and Mann suggested that the conductivity
for films in the thickness range 500 to 2500 A is related to Schottky emission or
tunneling or to a mixture of both.

H ill43 has shown that for films of thickness up to 5000 A. obtained from
dimethylsiloxanes by electron bonbardment, the conductivity is related to
Schottky emission which seems to be rather an unexpected result. Gregor and
Kaplan46 who investigated a thin film of epichlorohydrin of thickness 100 A.
came to the conclusion that the observed current voltage characteristics could
be related to a combination of tunneling and either the Schottky or the Frankel-
Poole mechanism.

At the moment no conclusive results are available concerning the influence
of the three basic external factors governing the conductivity process, that is,
temperature, electric field strength and film thickness. The same situation exists
concerning the dependence of conductivity of polymer thin films on their
chemical composition and physical structure. This is why many authors have
now undertaken investigations into thin film conductivity taking into consi-
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deration a well-defined range of thicknesses, electrical field strengths and the
chemical composition of the specimens. The purpose of these studies is to relate
the electrical properties of thin polymer films to those concepts of electronic, or
hole, conductivity which have been recently elaborated for thicker polymer
layers47' They must take into account all the factors resulting from consi-
derations of models for disordered materials49, such as injection of current
carriers, trapping, etc., since polymer films are amorphous or at most only
partially crystalline. One would expect that for very thin films the tunnel
mechanism50' 5! would dominate and at higher fields and film thicknesses the
Richardson—Schottky mechanism would be significant52-54. Studying thicker
films one can expect the appearance of space-charge limited currents51' 55
or the Frenkel—Poole mechanism which is related to the volume of the
sample5660.

If the applied voltage is high and the concentration of trapping sites and
donor and acceptor sites is large one can anticipate a change of conductivity
mechanism from Richardson—Schottky to that of Frenkel—Poole, and even for
thicker films the appearence of space-charge limited currents may be
expected61.

Thin polymer films also have interesting properties at high electric fields
because their thickness is very small as compared to other dimensions. They
sustain field strengths well beyond those at which the bulk materials undergo
dielectric breakdown. This increase of dielectric strength with decreasing
thickness is well known and has been discussed in many monographs (e.g. ref.
62) in terms of the decrease of avalanche effects and thermal breakdown. Thin
polymer films also show interesting self-healing phenomena which are of great
importance in their application as condenser materials. These processes are not
to be expected in conventional thick polymer films.

In addition to the electrical properties of thin polymer films one should
mention their advantageous physico-chemical features. Many polymer films
undergo plastic deformation when a stress is applied, minimizing the residual
stress in the film. The residual stress in epoxy thin polymer film, obtained by
electron bombardment, has not been detected, being of the order of 1O dyne
cm'. Other mechanical properties such as hardness, tensile strength, elastic
limit, etc. are difficult to measure on thin, supported polymer films. The only
published data are for free poly-p-xylylene films and indicate that mechanical
properties are directly related to their structure, which is generally asssumed to
be amorphous.

Polymer films are usually poor thermal conductors but thin polymer films
show special thermal properties, e.g. larger thermal resistivity than glass due to
short correlation length or to greater variation in elastic constants, both factors
being related to the structure63.

Summarizing, the properties of polymer films are determined firstly, by the
deposition process and secondly, by the monomer or starting material, but their
chemical composition varies widely and individual films must be considered
in order to explain their chemical behaviour, e.g. the aging processes,
which might be of great importance. The same applies to the chemical
inertness, thermal stability, oxidation resistance, permeability to gases,
etc.

At the present time the most practical thin polymer film preparation process
27.
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is the glow discharge technique. The use of electron bombardment also appears
to be convenient for applications in microelectronics.

Much progress is being made in the production of films of high thermal
stability either by the use of aromatic starting materials or by the incorporation
of inorganic atoms.

Before discussing the formation of supermolecular structure entities in these
polymer films it is necessary to mention the main areas of their application since
in the different uses one takes advantage of their different chemical and physical
properties.

The use of thin polymer film for insulation is most important, particularly in
those applications where a high capacitance per unit area is required.

The application of thin polymer film directly on semiconductor surfaces to
replace the conventional oxides and glasses does not seem to be of great interest
at present because of the high temperatures employed in metallization and
sintering. The silica or glass films which are adapted for insulating the different
parts of metallic interconnecting films from each other are very useful but
although they have high chemical stability and good thermal resistance they are
brittle and build up stresses. Thin polymer films which show an ability to
undergo plastic deformation in response to stresses may be extremely useful in
this field. An important application of thin polymer film at present is the
production of thin-film circuits. Polymer layers suit all the requirements: they
are very thin, of uniform thickness and able to withstand the stress imposed by
different thermal conditions64. They can be deposited in the form of patterns of
a high degree of resolution, even using the same equipment as is used for the
deposition of metallic film elements for complex circuits.

Some of these thin polymer films may be dissolved in suitable solvents thus
permitting the etching of an underlying metal film. The remaining polymer can
then be removed after this treatment.

It is not possible to enumerate and discuss here all the very interesting
applications of thin polymer films in modern electronics but it should be
mentioned that they have been used as gate insulation in silicon field-effect
transistors and in thin-film field-effect transistors. Different peculiarities of
electrical conductivity of thin polymer films may be used for obtaining thin-film
active devices (hot electron triodes, tunnel devices, negative resistance ele-
ments, etc.). Although these devices are not yet largely used in practice, one
may expect that with the development of fabrication techniques and con-
trolled modification of thin film properties they may be very useful in this
field.

Finally one should mention that thin polymer films are very good materials
for fundamental research concerning the mechanism of conductivity in organic
amorphous or partially crystalline solids, the influence of high electric fields on
their optical properties, etc. These thin polymer layers may also be very good
models for biological materials.

The possibilities of synthesizing different polymer films by the glow dis-
charge technique or by other techniques mentioned earlier are very large and
may lead to many interesting new materials. However it should be emphasized
that the properties of thin polymer films depend not only on their chemical
composition but also on their physical structure, an aspect which has been
frequently neglected in many investigations.
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STRUCTURE AND STRUCTURE FORMATION IN THIN POLYMER
FILMS

The preparation of thin polymer films always requires suitable supports. This
fact is characteristic for all the above-mentioned methods of obtaining thin
polymer layers, because the polymerization process occurs mainly in the film of
molecules adsorbed from the gas phase. The same is true for conventional
methods of film casting or film pressing from the melt. Supports normally used
are mostly metals, salts and dielectrics like quartz, glass or even polymer films.
It is natural to expect that support materials may influence the structure of the
polymeric material formed as has been found for films cast from solution,
especially when the polymers used are able to crystallize. It is also known that
introduction of solid crystalline particles into a polymer solution or into a
polymer melt may enhance the crystallization process at a suitable temperature
(e.g. refs. 65—67). Analogous behaviour has been found on the addition of
amorphous solids of different melting points from that of the crystallizing
material, or even liquids. The growth of strongly oriented material on the
surface of a different material is known as epitaxy. Usually the addition of solid
particles to polymer solutions or polymer melts does not cause an epitaxial
growth of the parent material. The influence is only on the size, kind and
kinetics of supermolecular structure element formation. These facts have been
carefully investigated by many authors who have shown that in addition the
nucleation type and crystallite growth rate have been affected68' 69 These
phenomena have also been used for the regulation of the supermolecular
structure of many polymers.

Independently one should consider the influence of support material on the
structure of the resulting films. Let us first consider the conventional methods of
film preparation from conventional polymers which have been synthesized in
an independent process. When amorphous polymers are used one usually gets
structureless films. However many authors have recently found that even in
these 'amorphous' materials some order exists and different supermolecular
entities may be found7072. In the case of high molecular weight substances
which are able to crystallize, many supermolecular structure elements have
been observed. Their kind, shape. size and order depend on the kind and nature
of the support as well as on the molecular weight of the polymers investigated. It
has been established that the most important part in these phenomena is played
by the adsorption layer in which a change of growth kinetics occurs which in
turn results in a change of structure with film thickness; for example, it was
found that in very thin molten polypropylene films no spherulites were formed
although the same material gave distinct supermolecular entities in thicker
layers74'

In these studies glass was mainly used as the support material. Thus it is not
simple to evaluate its influence on the type of structures being formed or to give
more definite suggestions on the mechanism of the interactions of support
material with high molecular weight substances.

The epitaxial growth in polymer films was found after the discovery that
many low molecular weight organic substances exhibit this type of crystalliza-
tion. The first high molecular weight substance which showed epitaxy was
polyethylene when crystallized from solution on rock salt7679. Later, other
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polymers were found to give epitaxial layers8°82 from solutions and from
melts83.

Epitaxy in polymeric systems was established by optical and electron
microscopy and some basic relations between the polymer unit cell and support
unit cell have been found. These studies and those concerning biological
polymers, e.g. polyaminoacids and polypeptides84' 85 have also made it possible
to draw some conclusions on the mechanism of epitaxial growth86 in which the
electronic interaction between support and crystallizing molecules must be
taken into consideration.

Those interactions which modify the nucleation processes should not lead to
very large deformations of molecules and thus epitaxial growth should be
observed on many supports. However some differences exist between epitaxial
growth of polymers from solutions and from melts. They consist in the influence
of solvent on the conformation of the macromolecules which in turn determines
in some way the capacity for oriented growth.

The rather small interaction forces which are needed for epitaxial crystalliza-
tion suggest that this type of crystallization can also be expected when the
support material is nonpolar, high molecular weight material. Indeed it was
found that polyethylene crystallizes in an epitaxial form on oriented polyoxy-
ethylene films87. Kargin and co-workers88 have established that isotactic poly-
propylene exhibits different morphological forms when crystallized on the
surface of polyester, polyamide and polytetrafluoroethylene films. When the
crystallizing substance is separated from the polymeric support, e.g. by a thin
layer of gold, the form of spherulites and degree of crystallinity of a polyethy-
lene sample are changed89.

It should be clear from the above remarks, without going into further details,
that in any discussion of polymer film formation, the nature of the interaction
between polymer molecules and the molecules of the support and the possibility
of epitaxial growth must be considered. It is also important to consider the
processes whereby crystallization occurs during the polymerization process.
These have been reviewed by Wunderlich9° and will only be summarized here.

In the past only two steps in the crystallization process have received much
attention and all crystallization studies have concerned ready-formed, random-
ly-coiled polymer molecules. It requires energy to obtain oriented chains from
randomly-coiled polymer molecules in solution or in the melt and hence the
process of crystallization is kinetically hindered. Thus only metastable crystals
of small dimensions are formed initially, much longer polymer molecules being
accommodated by chain folding. Crystallization may occur during polymeriza-
tion simultaneously or successively. In the first case monomer molecules are
added to the growing chains and covalent bonds as well as secondary bonds are
made immediately. This process occurs in a similar way to ordinary crystalliza-
tion. In the second case polymerization is followed by crystallization before the
molecule is completely polymerized. One could also expect polymerization to
occur followed by crystallization. This is the normal situation, but it is
somewhat more complicated when the molecules are formed in a particular
conformation, e.g. a helical conformation, and crystallize before conversion
into a random form.

Crystallization during polymerization by both simultaneous and successive
processes is known for many organic monomers which are capable of stepwise
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polycondensation and for monomers polymerizing by a chain reaction mechan-
ism (addition to multiple bonds or ring opening). Step polymerization reactions
are of less interest since all thin polymer films prepared at the present time are
assumed to be formed by a chain reaction mechanism.

Step polymerization reactions lead to the formation of a high concentration
of oligomers in the dissolved or molten state which can nucleate the crystalline
polymer phase. These reactions produce polymer chains which may react with
monomer on both ends and crystals may be formed. This type of reaction is also
found in biological polymers (e.g. cellulose, Colvin91) and inorganic
polymers9 .

It has been shown that several chain reaction polymerizations may also lead
to crystal formation. The crystals must be nucleated so that an activated surface
is the site for crystallization during polymerization, which means that either
onlynarrowfIbrils with alimited number of active sites are producedorthatchain
reaction polymerization leads to succesive, separate polymerization and cry-
stallization. Successive polymerization and crystallization results in the forma-
tion of polymer molecules which crystallize at a certain distance from the active
centres. Thus the morphology of the resulting crystals and supermolecular
entities depends on the density of active centres and on the support medium or
solid surface.

In the case of radical polymerization in solution (or in the gas phase at
elevated pressures) in the presence of initiators, isolated molecules make up
separate crystals or they are added to already formed crystals. It is also
necessary that the active ends of growing molecules be protected from termina-
tion, as is the case in solid state polymerization where radicals are stabilized in
the monomer crystal. Free radical polymerization in the solid state (i.e. in the
crystalline monomer) does not usually lead to a crystalline polymer93.

There are however some exceptions as recently reported by Wagner94. A
special case is the radical polymerization of monomers introduced into clath-
rates of different types. It cannot be compared with those conditions which
might be expected in thin polymer film preparations so it may be neglected in
this discussion.

For ionic and coordination polymerization one would expect mainly succes-
sive polymerization and crystallization. These reactions have been investigated
for many monomers and it has been shown that crystallization during polymer-
ization may give rise to a large variety of morphologies. Some crystalline cyclic
monomers seem to be capable of topotactic polymerization reactions which
should be considered as simultaneous polymerization and crystallization. In
some cases, for example for helical polymers in solution, an influence of
nucleation and ordered structure on polymerization rate was observed which
may also be considered as simultaneous polymerization and crystallization.

Most of the studies have however been devoted to the investigation of
structure formation in heterogeneous chain-growth polymerization. Without
quoting the many papers on this subject we should like to mention that
successive polymerization and crystallization are particularly important when
using heterogeneous catalysts. Due to unequal polymerization rates of different
molecules, Keller and co-workers95 expected chain folding in addition to a
secondary formation of globules and other supermolecular structures.

To summarize and to draw some conclusions which may be useful for the
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elucidation of processes of thin film formation, we should like to consider
nucleation and the growth of structures.

Crystal growth can start only after nucleation, in contrast to a chemical
reaction which may proceed on any encounter of two molecules (reaction
partners). This difference between chemical reactions and crystallization pro-
cesses in which secondary bonds are involved means that crystal nucleation is
of fundamental importance for elucidation of the resulting structural entities.
Wunderlich9° has given an analysis of the crystallization phenomena during
polymerization involving five different nucleation processes. A coupling of
crystallization and polymerization occurs if the ceiling temperature of both
processes is below the melting or dissolution temperature of the crystals.

By supersaturation at high enough concentrations oligomers are formed
which may be of the critical nucleus length (sometimes 20 atoms). The
thermodynamic parameters for polymerization are then changed usually result-
ing in an increase of reaction rate. If the molecular weight of polymer being
formed is large, and if secondary nucleation of new chains on the growing
crystal is slow, the crystals resulting have a fibrous habit. When the secondary
nucleation is fast it leads to lowering of molecular weight, for example by
occlusion of a previously nucleated chain in the interior of the crystal. In some
cases the reversibility of polymerization and crystallization causes a rejection
of defects and formation of perfect crystals. At lower temperatures it is still
possible to obtain good crystals but at really low temperatures many imperfec-
tions may be metastable and they do not disappear by reversible rearrange-
ment.

When polymerization and crystallization are very slow or hindered succes-
sive polymerization and crystallization ale to be expected. The oligomers are
not able to crystallize but leave the active centres in the amorphous phase. Due
to complicated phenomena of crystallization in the amorphous portion and on
the surface of the crystals, fibrous morphology is to be expected.

When the interaction of oligomers with nuclei is impossible only a folded
chain nucleus can be produced—an intermolecular process—which may
undergo a further increase. Such intermolecular nucleation may be followed by
successive or simultaneous polymerization and crystallization.

From remarks given above it follows that during the polymerization in the
adsorbed molecular layer one might expect structure formation when the
concentration of oligomers and of monomer molecules is sufficiently high and
when energetic requirements (temperature) for nuclei formation are fulfilled.
These conditions are rather critical. Thus crystallization during polymerization
at the support surface is not very probable, but this does not mean that
completely structureless layers are formed in the preparation of thin polymer
films.

STRUCTURE OF THIN POLYMER LAYERS

As was mentioned before, many authors have reported that thin polymer
films obtained by direct polymerization on different supports are amorphous.
This conclusion has been on the basis of x-ray diffraction patterns. However in
the case of vacuum deposited, preformed polymers, it has been found by
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Miyoshi and co-workers9 that one obtains highly crystalline materials. They
showed that the evaporated PE thin film was crystalline.

Non-fractionated PE was evaporated onto a single sodium chloride crystal
or a collodion film at 5 x 10 Torr. The temperature of the polymer sample
was kept in the range 603—623°K and the surface of the support was
varied in the range 293—373°K. The thickening rate of PE-fllm was about
200—300 Ah1. It was shown by electron. diffraction that thin films of the
thickness d = 200—300 A obtained in this way have the same structure as the
single crystals obtained from solution by the precipitation method. It was also
observed by x-ray diffraction that thicker films (d = 2000 A) prepared by the
same method show polycrystalline structure. It is interesting to note that the
molecular weight of PE in these thin films is a little lower than that of the
original sample. It seems that the decomposition of the starting material was
very low. There are no further data on the mechanical and other, e.g. electrical,
properties of these films, but it is clear that oriented growth is possible. The data
concerning the epitaxy of these films are not given by these authors. However,
some influence of the support material may be expected.

In order to see whether similar behaviour may be observed we have under-
taken investigations of structure formation in thin films prepared from benzene,
diphenyl and styrene using the glow discharge technique. Special attention has
been given to polybenzene, which could be similar in structure to polyphenyl-
enes which are known to be semicrystalline solids96. Very thin polybenzene
layers have been reported to be structureless97 and have been recommended for
replica preparation in electron microscopy investigations98.

All investigated thin films were obtained by glow discharge in vapours of the
given monomer. The frequency of discharge current was 10-15 kHz and the
power supplied to the discharge was about 40 W. Thin films were obtained on
carefully polished stainless or chromium plates (electrodes) which were
separated by a distance of 2 cm. Before each preparation they were cleaned with
acetone, located in a bell jar, and the whole system was evacuated to
5. 1 0 Torr. A suitable monomer pressure was then achieved by introducing an
appropriate amount of the compound to be polymerized.

The thickness of the resulting thin films could be regulated and controlled by
changing monomer vapour pressure and the reaction time (time of discharge).
The actual thickness of films was estimated by the multiple-beam interference
method. Usually the times of reaction were chosen to be 1, 2 and 5 s, after which
the specimens were removed from the monomer vapour atmosphere.

The surface of the samples obtained in the above way was investigated by
electron microscopy as well as optical microscopy to study the morphological
structure. All experiments described here were carried out at room temperature.
The data concerning heat treatment of these thin films (using a hot stage) will be
given in a forthcoming paper.

The electron micrographs were made immediately after preparation (lh). In
order to establish the changes of the film structure as a function of time of
storage in air they have been investigated with an electron microscope after 3 or
10 days or other known times alter preparation.

The electron micrographs were made from carbon replicas shadowed with
platinum and palladium under an angle of 300. The replicas were then stripped
off with polyacrylic acid and prepared in the usual manner for electron

33

PA.C—31---I/2-C



:it
OO() V

EICCLLOLJ WICLO2CObG 1flqiG wqG p ijc puipiu Ipc boAwcLi\;i!oLJ LCLICI!LI1J LJLJJbIC
\' EJC1OLJ W!CLOL&bp o boJApcucuG (bifl 0pfUGq LI bOJ/WLf1!O1J tIwc

x y f'L pcwibpLicij 2LflC1flLG2 0 }JG u0qncL ?bc MGL
Lc \ 20M JTJ GJGCL0U wiCL0Lbp o r wbic o pJcJcuc2

LG2bGCiLCI?
x x ruq x 0L wq j 2 bojAwcLiurou rJw2

pcuduG tbon WCL2G tiqJ bo wciiiou iuq MGLC cdnri io
WIJipCfi0LV JJJG fpiCjUG22G2 O fiG j UIW2 bLGbfLGq 7 J0LL bLc22nLc 07
ojq IJOWOGLJGOfl2 M7JGU 02GLAG GMGCLi CLO22C bojucL GtGH u

" °L ponr 2OWG JØ \j fiG 7J1W2 /tGLG AGL? 2J7Jr1? P!LGI.L!UGLJr cuq
MPCU fiG fJJJCj(1JG22 07jGG fluJ2 tti J!pcL (qnG o IOUGL qi2qJTLc i!wG)

uoqnJG2
112 0 GXbGc 1 7JOWOGUGOfl2 2R11Cf1LG MfJ 2OUJG ACLA 2Wfl I2!LJ? 01

pcc UIW2 2poMcq cJcLJ? pc 1J2211LG 2fLflCfnLG O7JIJG 2nbboLf!u bJuG2 /14J!CIJ
MGLC i0WOG1JG0fl2 dnic ALHJ2bJLGU1 uq COlOflL1G22 flGCL0U WiCLOLb}J2 Ol

y pocq bLPCnpIL fLRC11LG2 GIfJGL pA obpcj OL CJCCLOU W!CLO2CObA jpcA
7401JG 0JJJG 1JIIU jW2 0b0jApGLJXGUG (bn) In fiG flJ!CUG22 L1UG 100—800

bOrADFViXFL4E

2IL11CfIILG 70LWJfT0U in qiin bojAwGl JjW2 ttqj 2r&Lr M!}J fjJi2 b0JAWGL
j2 bojApctuc UIW2 MGLG fIG WJ1IJ OplGGf 0 fi! 2u1qA fIG qG2cLibpou o

MIJJ PG 1IJJA2Gq in
bo7AwGL 7ffAGL2 bLcbiLGq pA IIJG J0I/ qi2CjIiLG fGCIJLJ!dIIG 0j MJiiCp oiijA ?OWG

pG JUAG2 iJIiOu jJicp mq pG qi2crI22Gq pGom COLJCGLUGf r LJfTIJJGL 0[fiuIJ
/ron2JA co,ccq pA MJcnnw-qGbo2!cq fpiu LU2bLGn ojq jTAcL

EOL obicj wJcLo2cobA 2nqJG2 2rwbjG2 MGLG bLcbILGq 00 jg22 2jqG2 bIG-
bLGbniWou &bbufrr2 MT2 IJ20 2pOLr
GMGGLJ LGIJJOMJJ 7L0W fIG bojAwcLixipou pGj cuq bjciu in fIG LGbJiCc
1G2Jrlcq jAG pGu cou2iqGLcq uou-cq 2wCG fIG courc I IWG M1171 1iL
WLCLO2CObA JJJG I!IJJG rJGcqcq 79L LGbJJC bLGbsLg!ou 1M12 1} f7Jfl2

VF KL{AEM2K1

1



32

Cfljai. 2tLfICWLC2 oLwcq //ICLC 1UAC2t1atCcJ ! IJJC tP!CKUC22 LUC jto Q ft t M2
qJau&C 0 CJCCtLJC pCJq itJfJ0IJJOCIJC!tX qnuu &jO/A qi2cpaLc JJJC 2flbCLWOjC-

tJJi2 braboc a aawbjc m!tp a tP!C1CUC22 &Laqicut Maa bLcbaLcq pX a anitapjc
on tpc tIJ!Cr0C22 qcbcuqcucc o bpcut jOLWatiOU jiatc pccu RLJqCLtaCCIJ LOL
t!ou' tpat iv qnuu om qi2cpaLC jpc?1 ajao abbcai. !u tP!UUCL UIW2 20 atnqia
obtcaj w!cLo2cobc jpc abpcLnJ!tc2 &LC UOt jpLwCq qiLCctjA qnLiu boiXwaixa-

jC aawbjca p&q a /14J!t!2}J abbcaLaucc qoc to abpcLnptca M2ipjC flIJqCL tpc
CflJL 2fLflCffJLC2 O tJJC 2bpcLnptc tAbc pac pecli 2CCIV
fjJC aawc ita?c EOL hR aawblc2 o1,t[JCjCnC22 h (3 x joy)q2quct 2nbcLwoJC-

D!U.CLCUt 2fLfTCfOLC2 pate PCCJJ O2CLAC !U at!!! tP!CKCL aawbJc2 bLcbaLcq In
conjq pe atrLiprltcq to LCfI1L 2fLfICUILC2 01, cLAatajjiuc OL IJJC2OIJJOLbp oLqcL'

[ICCtLOU qiLacp0n CXbCLIUJCIJf2 qo not 20M auX LCfJJL bafteLna MpJCp
tpc pcwiabpcLicaj 2tLfICtTILC2 cau pe 2CCIJ

= 3000) UGL 3 qaAa aiu in aiu M° qiatiuct qijpicncca in abbeaLance 01,
optawcq 1,LOIJJ the aaJJJbjC bLcbaLcq pA j a bojAaicLixation t!WC (tp!cInJcaa
2tLfICtfILj CICWCIJt2 12 X J,0\cw5' \ti1s ' 2[J0/A2 an CJCCtLOU wrcLoLabp
2tLfICtfILG 01, fiG jaL&CL atLflCtfILc2 IPC aeqace COUCCUtLt!0U 01, IJJC2C jLCL
IJJGa2flLGWCIJf2 paLCJi\ naipc !u tP!2 wicLoLabp La fiG LaiLJA 01. uoqnja
atcac qiaweteL anq tJJC atanqaq qe/liation ! tarcu 1,LOW a jaic ufujipeL 01,
CCLGEJ2C jpc qiawcteLa 01,tPC2C 2fLflGtfILG2 aLC O1,3fJ -i- 30 '1' IP!2 tanc !2 tpG

U '3 it !2 aiao !utCLcat!n to wention tpat tpc LaTJ&G 01, 211G2 OIJPC2G entitrea
IPG MJJOJC 211L1,CG 01, fiG abGc!wGIJ tMtOf1t cpau&G 0, tJJGIL qiuJGn2ioiJ2' 2CC
(Co j0() y) CaflaC2 an !ncLGaaC !' tPG IJflWGL 01, 2flL1,GG atLnctnLc2 M1C CO/IGL

the incLcaac ojpc boIXwGLiat!on tiwe anq tpc !ucLGa2G 01, aawbjc tP!ch4nG22

cOuqifIOU? &2 LOL 1LI1L \)
c&tcs; 3 EICCILOU WICLO&L&b}J 0j 1}JG 11L9CG O Hi JUXCL O IJJ!CJCUC2? 000 'y' (bLcbaL&r!ou

eona W apote /Apicp bLolect aowc jicwiabpcucaj atLuctOLca'
MpiCp aucata tpat tPG aeaa pc7teen IJJGaC noqujea aLe coteeq ?\ a powoen-

x !0w5' in \tLG \ tpc JJ2211LC 2tLI1CtfILC 01, tG aubboLt biate can pe accn
IPG concCntLatiou 01, t[JC2C 2tLflCt11L1 ejewenta !2 LtjJGL jOM Lcacpin a IJflWGL
1,00nq' jpG!L atcac qiaweteL !2 220 yauq tpGiL pC!&pt ! 01, t}JG OLfGL 01, 320 V

2IKRCJLUJ{E2 114 1H114 bOFAV'IFK FVAFI{2

I I



jjm ?bIJcLnhifJc 1LLIICIfII.C 0i1IJ!hJ bli UIw Lt1J!CVIJC U . 000 ' (Ob1!CfJ W!CLOL1b}J )

bonuq2 1LG P1G fO i1J!1!J1G IJILIPGL 1)OI?\UJGL!J1!0U OL LULIIJGL CLO22I!hJt(!lJ
bLG2GLJCC o uuJo2bpcL!c OXAGU W1/ jcq 10 bGLoxJqG [oLhJJJ1iohY IPG2G COUJ-
bLGbrLGq p? tic JON. qI2C}rnLG lGcpuldnG COIJLJIU 1Lrbbcq L&qiCLJ2 MJJ1C}J !IJ
0 I1JG P1W iWWGqirGA IJGL !12 bLGbLfiou II 12 JUONU1. f}JI1 JI tJ1W2
OCGflL2 jp12 bLocG22 !2 AGLA I!1G1A 1JGC1fl2C U 1[JG L1}JGL 2Of A!2COGJ2iiC 1J1f1LG

}f 2CCW2 1JOMGAGV IJJUI IU 1[JG2G 1[JIU 1JJW2 f LIILIIJGL boj?WGUiJliou bLocc22
bLG2GUI hO qGIjUIIG LG20U OL I1JG bbcLucG oljp!2 2ILflCII1LG CJU 1JG 2flc2fGq
?JWbJG 11f 12 qijGLGhJ1 OL 2WbjG2 bLGb1LGq IIIJqGL qijGLGhJr cauqitiou vi
?JWbJG2 j1JG i1J!crUG °L 1ji12 IJIILGq 1Mi21 12 pON.GAGL COU21UL OL IACU
rlflItG 2iW!JL 10 LG111JTL UiuGq 111.121 IAjJO2G qGU2IIA !? qGLGhJ1 !U qiGLGur
qGrJiJ2 O IJJG2G oqcq 2fLfTCfI1LG2 LG 2}JO/AU lU JJJG oqcq 7ILITCIflLG 12

?bpGLfljilC2 luG 1L[JOJG ?11LLJCG 0 ijiG iu1G21iTrGq jGL 21JUl12 2OWG Lo1q! JJJG
OOO V (\LL; ELOW \LL.G IL bbGrn 1pf br LOW 2WJJ

iUqGbGUqGUfA L1J1I 2b1JGLftJTlG2 GX!21 GAGU lU IIJ!LJUGL JW2 0 nJ!CrUG22

Ui U
T EJCCLI.0U lll!CLOhS1bp OJJJ 2flh4G °fb8 Iflhii GL 1j1IL1[JGL q9Al iii alL (qic awc pjw

Kt�A2EMKI



oLqcL 01 30 0
Obn9I W!CLoLJbp 01 4 0 1P!K hR JW Mif jJ abJJCLflJ!fG2 Mp02G !2 OL [JIG

0110 0
i ohr!caI WICL0ISJbJJ 011 r fJJIC hR 111W M!fJJ 2bJJGLflJi[C2 MJJ0G qrawcfct !2 1fP

T DG0'!12 °1 yuiffcq [M!2f 2fLflCfHLG 01 hR [P!U 111W (obticj WiCL0I2bJJ)

2IKIICI11IIE2 114 XHIV bOFAJf'IEK FVAEB'2

I- I

I I



38

è Ob1!l w!CLoLbp O bpcinjic LOM1J IJO1J c IflLG ii pc nbboLf bicic

Tf!0U OCCITL2

UflCJG!0U WCCIJJ1JI2W' 1JU I2 MGL 0UJ0G1iG0f12 OL IJG1GL0GUGOI1LJf1CjG
11011 !U bB WW2 J1tG pCCLJ C1LL1 011111 i liof boipp 10 G1!W1C 1PC AbG 01

VI bLC2GUI /I4JCIJ 110 ftGCI !1JAG21!1I!01J2 OIIIJG 1iUCI!C O12bpGLnJJI 10LWJ-
°L IG OLGL o 000 V•
IP1C(LJG2 PCIOM Mpici uo bpLnJiIG? coiiq PG o1wGq II ! I!Wfq fO pG
bpGLnJiIc oh ijw 1P1CVUG? ir onuq rir qicLc i i 1JLb Jiwif o[
OGLAG I1J JLGL ?bpGLfhJiIG' LLOW ihJt.G2Ii9fi0LI2 01 IJJG qcbcuqciicc 01
LOMu !U bP uiW 0lnJicruG2? o r iuq 9L 21!JJ qhicyGL wbjc
OLUIW IP1CtCUG?2 Cff12G? luG b1JGLnhJIc 21KG 11JCLG12G JJJG CJ1JWCIGL 0LbpGLflhiIG2

Q niq oprriuGq p2 obr!cci WiCL0c0bA it I[JT1 1G 1IJCLGJG
}JGWi2b[JGLicrJ 1LflCIflLG 20MU 111 1G GIGCILOU WiCL0L1bJJ2 1p0AG ELOIJJ

u /CLA fW brLI °Lp' MGqc-1?\bc JJGL 1102bpGLnJiIG2 MGLG onuq OUi? tuG
1N.if 2ILIICIIILG

G01JCJA11!G2 !U OIJJGL2 II4JJGIJ TLG bLopipJ LC2bOJJ2IpJG 10L 1}JG 02GLAG <1JIItG(4
owG bcLi OLflJG flW ILG COUIUJGfGq JGJqW to COUAGXIfIG2 lU 0WG bJICG2 cuq

LGCf!0U 01 1q]1CGLJt W1CL0W0JGC11}1L CjJI11J V2 J LGflJI °L IPC2G LC1Cf 10112

0bricj wicLoLbp O bI Ww (1tJtcrw (\ f) MI1}J LG 2bpcLnJfc2

V VBA2E/JKI

oo1



5I3YAJ 5IHMYJO VILFIT 1.41 351UTDUIT 

ii q if% ni nworl JiiLnrIq2 1o iiri 3rIi 1o iqzioirn noici1 . $\ 
mill 

1itu13dq flcti J&ibcri Q ii5k ni ciwor! r1oilLv1do qozoicim 1iiiqO 
ckiriw fl3!q rroqqu2 I1I ff1 LJ1 3111 floIE wo 

.floii!3313JJ11 

JiwJ b3JJirr?1 rti wod o113 Ji1u13r1q iuothiw 2&qrn& r11 ni 311T 

.31UJ3IJ1J 
isilJ n33ibni ii3I q ni b3rrnol ii1irirJq In rJqrroiorIqo-iim IiiiqO 

r!flo JqJio13im nofli .JiIu3Iiq hiqi fiJIdi rnIu3 'r1l 
bnl3 .1bnud 1J3IlJ1 In qu iliud Jon i Ii 113111 wor1 Ji1udq2 3r1J In 3110 In 

in 23Ji1u13f1q 3rlT .('3'i 9iJk) 31dBJJ3b 1b113r1 3113 1g31i 23v1-Io-1133c1a 
3rIT .JiIu13r1q -irIJo n&fi irimnim 1Eiui 31Io Ihd1I1o qu hind 31B 
ir1i moi9 .\1 9Vk ni nwor1 I1i13 i ii1uir{q Hq io 31u13u112 mIIiidiI 
301 3I1u mlii 3111 3vodB i33o1q 1iidf1 di 113111 3JEmi13 11133 3rlo dqJso13im 

bnE .hJ331 13111131 2i dJfl3t li3rlT .oi'n A 000 . 01 qu bru3 A OOQ—008 tuodn 
.a& 3mo2 lij anol3im 1J313v 3d vrn 

e) 1ui3uU lIilihdil i niworJ JiiuirIq FJ1 10 imq i lo 1lqno)irn fI01J3E] .\.' ( 



IWE12Y51)1 .M 

1aom1i a3JiIlJl3rIqa lo 1131E3J3 3111 1J31I1 310fl 01 gfIiJa3l3Jfli 2m33a 31 

.amIll 13001113 us ru briuol a1uJ3Inla iqaim3rl 3rli abui3x3 

5IIYAJ 3V3$IYTYJO UIIA (JY1/I3HIU)YJO 
ru b3mlo1 231u13u132 1s!u!oml3qLJa 3111 '10 arroiisi3a3vni 3111 

gisr1aib wo! ili td b3nisido arruiIl 3r1nia!oq ru boo amill (!n3rlqlb)!oq 
-n3ms1'1 310111 nd 3vsrl a13i'ruorlom ruibnoqaiio'to aiuioqisv 3111 ru 3IJpinr1J 

.\çui3J 

on .A 0001 01 00! 3flE1 aa3n)131r11 r1i ru arnIfI q nirli rrv rijiw aA 
110113313 bris Is3iiqo ruiaii briuo't 313W brii)1 vns 'to a3lui3ulJa 1&u33!oml3qIJa 

.33r13f1i1't31id 'to 33511 ns flioriliw boo lrl3loqansll -i3w \3f1T .\qo3ao13im 
mill) 31sr13aib wo1 a niiub b3riisldo arn!ul 13)13ir11 1ir1iiaio 31$3 3111 ru 

3d bIIJo3 a3ml3lnia !s3il3rJqaim3fi .Iisma ,w3't s !no (A 00 aa3n)1irJJ 
311110 1113q ioLsm 3rlT .A 00 'to 13b1o 3110 us al3l3moib 3o13/s li3rIT .briuo't 

-ru3OfruOr1f1t noqqua 3111 us r1iiD3fl31 31u13u11a auo3n3omor1 
13 

oiqaib amiiI 
x 13b1o 3f11'to ai 23111 1113 1o!u33!oml3qua 323111 10 \Iian3b 3111 .231113 

.(U 313gV 332) 

rI)bidJ rrilui) mill ruth (1'nniqib)loq 10 o1w2 rhi 10 dqG1o13im floTh)31 iosk 
(AOO 

-= 

o 13flJ 03V3 23101c)1J112 Jaiwi b311in)1 'to biov3b 313W amifI (I\n3r1qib)\Ioq hA 
.103 01 'to boil3q noh 

20w mrbaib wo1 a iii b3rlioldo (A OOV ) 3lqmsa 13)131r11 S n3dW 
hl3Drt3rlqairn3rI 3111 'to 00i1511n33003 3111 .1113 111 fl113 a'sb E 131113 b3i0i1a3vf1i 

b3rrno't 231u131J112 3111 lodI oa!s awoda U igVk. .b325313ni loft bsrl a3ilijn3 
3m11 110112 airii Iii l3runl3m 3!dsi33lqqJ$ rus ni 3rusrk) ion ob noiislEq3lq 3113 niiub 

b33ubolq bo31Is asd 1ru3m113311 airli amtll q 'to 3253 3111 01 13V3W0H .nio 'to 
10313Thb lidirlx3 (A 00 it ') 231qm132 13)131111 .31u131J112 'to a3nsf1 21101132 

lsmI3rnla 3r1E11a 3iiup bruit 0133 3110 a3fflhi nis ishimia 13i'tA .231111311112 

noijibbo ru! .3biarli ailuol hlsma 1111w aliq 1133i003 b3iS3nullIo 111101 3111 01 231111113 

.h1rna 3113 'to w3'1 o bnll 02113 11133 3110 (' 332) 231111311112 323111 01 
.231qm132 1311111111 01 b3v132c1o a31u13IJ1Ja lE3il3dqaim3d 

02



$11YAJ M3MYJO VIIHT VI 151UTDUMT 

ifi Jud ni miii nidi (i'nr1qib)ioqIo liu dflo dqinoiim nor.i3 .U 
iii ni ni ib 

niIo ib 01 if1i (A 00 8 
-- 

\) miff riirii (hnriqib)Ioq o dqinoiaim noiii3 . iwV 
1uJ3u1 11331 rIqimd 01 noiiibb13 ni 1n32iq 1E iiq 11331fl01) .1113 111 

dJiw (A 0008 ) miff nviioq nirli 10 iarhu di lo r1qz1o13im noiii3 .? vR 
1ui3u1J i133i1dqimri 

ll 

I I
L9L

.



M. KRYSZEWSKI

For polystyrene films of thickness d = 8000 A the hemispherical structures
have also been found (Figure 15). They cover the surface of the film closely,
being 700—800 A in diameter and about 200 A in height.

Some preliminary studies of the surface structures of poiy (N -vinylcarbazol)
thin films prepared by the glow discharge technique gave results in line with
those discussed above, that is, completely structureless films for specimens of
thickness less than 800 A and nodular structures for thicker specimens.

SUMMARY AND CONCLUSIONS

Our results concerning the processes of structure formation in thin polymer
films obtained by the glow discharge technique cannot be compared with many
other results published by other authors. As was mentioned before, all workers
describing the thin layers obtained from different monomers, using different
methods of direct preparation from the gas phase. claimed that these specimens
were amorphous, that is, without any structure.

The results on PB films given in ref. 97 and our own work on very thin PB
films agree that in thin films no structure can be detected by electron micros-
copy. However, in thicker films nodular structures are formed, and in still
thicker layers spherulites are formed.

PE thin films prepared by Miyoshi et al.9 were highly crystalline and built up
from oriented crystals. They cannot however be compared with films which are
prepared during polymerization and not from already-formed polymer. In the
former case one deals with polymerization and structure formation as simultan-
eous or separate processes, in the later case one has only a separate crystalliza-
tion phenomenon.

Poll and Hinze99, investigating the structure of thin polymers layers obtained
by glow discharge from hydrocarbons, also observed nodular structures (see
Figure 16). They carried out very careful x-ray diffraction studies of the
resulting materials which suggested amorphous distribution of atoms with only
short range order. IR spectra lead to similar conclusions showing some chain
branching and inclusion of foreign atoms, the most important of which were
oxygen atoms incorporated into these layers due to reactions of oxygen with
trapped radicals.

Very interesting studies of the morphological structure of poly-p-xylylene
crystallized during polymerization have been carried out recently by Kubo and
Wunderlich'°°. However these authors have studied rather thick film of the
order of 20 t prepared by pyrolytic polymerization on solid surfaces, main
tamed at temperatures in the range I 7°—30°C. These authors found spherulites
of different sizes in their films. They concluded that spherulites and non-
spherulitic portions or polymer films consist of folded chain lamellae. The poly-
p-xylylene films cannot be compared directly with those prepared and discussed
by us because of differences in thickness and technique of preparation.

The results which are presented above enable us to make some suggestions
concerning the mechanism of structure formation in thin polymer films as
prepared by the glow discharge technique from the gas phase:

(I) The thermal degradation of these films due to heating of the support
plates may be neglected since they were cooled during polymerization. How-
ever, the possibility cannot be excluded that some thermal polymerization
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concentration of oligomers. Preliminary thermal stability investigations of our
films lead to the same conclusion.

(3) The formation of nodular hemispherical structures on the surface of thin
films during the glow discharge polymerization process seems to be related to
the random distribution of free radicals, resulting in areas of higher radical
concentration which are trapped in the film material when the film thickness
becomes slightly larger. They can react with the monomer molecules in the gas
phase leading to a local increase of polymerization rate. This results in local
internal stresses and nodule formation. It seems also that the observation of
rather sharp edges to these hemispherical structures, tends to support these
suggestions. In addition local overheating of these areas cannot be excluded
from consideration.

(4) It seems that the twisted knit structure observed in aged films is due to
internal stresses caused by further polymerization in the presence of peroxy-
radicals formed from trapped radicals. Because of crosslinking, internal stresses
are created. Polymerization and cross! inking reactions usually lead to an increase
of density which in material which is still soft may be responsible for these
structural inhomogeneities.

(5) The spherulites seem to grow in samples which contain rather regular
chemical structures and where—at first—the internal stresses lead to some
aggregations of macromolecules being formed. It may be expected that these
aggregations could form nuclei which could lead to structure formation. The
probability of formation of these elementary aggregations is larger at irregulari-
ties in the structure of the support (fissures), which may be sites of nucleation.
These phenomena occur in rather soft areas of material where rearrangement of
molecules is still possible. Crossi inking restricts the movement of the molecules
so the spherulites being formed are not perfect but consist of irregular fibrils.
Kinetic studies of spherulite growth are needed in order to obtain more
information on the mechanism of their formation.

So far we have no evidence that in the non spherulitic region of the films some
orientation of the chains occurs as was found by Wunderlich. Thus at this stage
it is not possible to discuss why the folded chain structure appears and not
extended crystals, as one could expect for polymers which crystallize during
polymerization.

The only conclusion that can be drawn from these experiments is that these
nodular structures are formed during the polymerization process in films of
medium thickness, and that these structures are further changed by aging in air,
depending on the nature of the investigated material. It is probably due to
further polymerization reactions which at first lead to density inhomogeneities
and then to structure formation.

Further systematic study and analysis is needed with regard to other
monomers as substrates, investigation methods, conditions of glow discharge
polymerization and conditions of structure formation, dependence on support
structure, etc.
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